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§230.32 Time and method of inspec-
tion.

(a) Time of inspection. The entire boil-
er shall completely be inspected at the
1472 service day inspection. The jacket,
lagging and any other components
interfering with the provision of in-
spection access shall be removed at
this time. Those portions of the boiler
that are exposed and able to be in-
spected as required by the daily,
3lservice day, annual and fifth annual
inspections shall be inspected at those
times. The interior of the boiler also
shall be inspected at each annual in-
spection, after the completion of any
hydrostatic test above MAWP, and
whenever a sufficient number of flues
are removed to allow examination. The
jacket, lagging and any other compo-
nents shall also be removed to provide
inspection access whenever the FRA
inspector, or the steam locomotive
owner and/or operator, considers it nec-
essary due to identifiable safety con-
cerns.

(b) Method of inspection—(1) Entire
boiler. During the 1472 service day in-
spection, the entire boiler shall be ex-
amined for cracks, pitting, grooving, or
indications of overheating and for dam-
age where mud has collected, or heavy
scale formed. The edges of plates, all
laps, seams, and points where cracks
and defects are likely to develop, shall
be thoroughly inspected. Rivets shall
be inspected for corrosion and loose-
ness.

(2) Boiler interior. When inspecting
the boiler interior, it must be seen that
braces and stays are taut, that pins are
properly secured in place, and that
each is in condition to support its pro-
portion of the load. Washout plugs
shall be removed for access and visual
inspection of the water side of the fire-
box sheets. Washout plug threads,
sleeves and threaded openings shall be
examined at this time.

(3) Boiler exterior. A thorough inspec-
tion shall be made of the entire exte-
rior of the boiler while under hydro-
static pressure.

§230.33 Welded repairs and alter-
ations.

(a) Unstayed portions of the boiler con-

taining alloy steel or carbon steel with a

carbon content over 0.25 percent. Prior to

§230.34

welding on unstayed portions of the
boiler, the steam locomotive owner
and/or operator shall submit a written
request for approval to the FRA Re-
gional Administrator. If the approval is
granted, the steam locomotive owner
and/or operator shall perform any weld-
ing to unstayed portions of the boiler
in accordance with an accepted na-
tional standard for boiler repairs. The
steam locomotive owner and/or oper-
ator shall satisfy reporting require-
ments in §230.20 at this time.

(b) Unstayed portions of the boiler con-
taining carbon steel mot exceeding 0.25
percent carbon. The steam locomotive
owner and/or operator shall perform
any welding to unstayed portions of
the boiler in accordance with an ac-
cepted national standard for boiler re-
pairs. The steam locomotive owner
and/or operator shall satisfy reporting
requirements in §230.20 at this time.

(c) Wastage. The steam locomotive
owner and/or operator shall submit a
written request for approval to the
FRA Regional Administrator before
performing weld build up on wasted
areas of unstayed surfaces of the boiler
that exceed a total of 100 square inches
or the smaller of 25 percent of min-
imum required wall thickness or 1/2
inch. Wasted sheets shall not be re-
paired by weld build up if the wasted
sheet has been reduced to less than 60
percent of the minimum required
thickness as required by this part.

(d) Flush patches. The steam loco-
motive owner and/or operator shall
submit a written request for approval
to the FRA Regional Administrator for
the installation of flush patches of any
size on unstayed portions of the boiler.

(e) Stayed portions of the boiler. The
steam locomotive owner and/or oper-
ator shall perform welded repairs or al-
terations on stayed portions of the
boiler in accordance with established
railroad practices, or an accepted na-
tional standard for boiler repairs. The
steam locomotive owner and/or oper-
ator shall satisfy the reporting require-
ments in §230.20 at this time.

§230.34 Riveted repairs and alter-
ations.

(a) Alterations to unstayed portions of
the boiler. Prior to making riveted al-
terations on unstayed portions of the
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